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INTRODUCTION 

Hydrocracking reactions of polynuclear aromatic hydrocarbons and 
heterocycli c compounds proceed essenti  a1 ly  t h r o u g h  a multi -step mechanism 
of hydrogenation, isonierization , cracking and rehydrogenati on i n  t ha t  
order . 
and cracking ac t iv i t i e s  will  thus be the most su i tab le  catalysts f o r  
reactions of t h i s  type. Cracking ca ta lys t s  like the silica-aluminas and 
molecular sieves and hydrogenation ca ta lys t s  l i ke  meta l l ic  platinum, 
palladitmynickel and oxides and su l f ides  of cobalt ,  molybdenum, nickel 
and tungsten were used i n  su i t ab le  combinations i n  the preparation of 
multi-functional ca ta lys t s  used i n  the indus t r ia l  processing of petroleum 
feed stocks (1-3). The indus t r ia l  ca ta lys t s  may not be quite su i tab le  
f o r  use in the processing of highly aromatic feed stocks l ike  the coal 
o i l s  and t h e i r  ac t iv i t i e s  and  s e l e c t i v i t i e s  may have t o  be modified t o  
make them su i tab le  f o r  use. Not much work was published i n  the open 
l i t e r a tu re  on the a c t i v i t i e s  and- se l ec t iv i t i e s  of d i f fe ren t  catalysts 
i n  the hydrocracking of polynuclear aromatic hydrocarbons. F l i n  e t  a1 
(4 )  and Sullivan e t  a1 (5)  studied the hydrocracking of d i f fe ren t  aromatic 
hydrocarbons over ca ta lys t s  containing nickel su l f ide  on silica-alumina 
i n  flow sys tem.  The principal reactions occured during hydrocracking 
were found t o  be hydrogenation, cracking, isomerization, alkylation 
and paring. Qader and Hi l l  (6 )  l a t e r  reported product d i s t r ibu t ions  
obtained in the hydrocracking of naphthalene and anthracene over dual 
functional ca ta lys t s  containing oxides of cobalt ,  molybdenum, nickel 
and silica-alumina. 
kinetics and mechanisms of hydrocracking of naphthalene, anthracene and 
pyrene are reported. The a c t i v i t i e s  and s e l e c t i v i t i e s  of oxides and 
su l f ides  of cobalt, molybdenum, nickel and tungsten and d i f fe ren t  cracking 
ca ta lys t s  are a l so  discussed. 

EXPERIMENTAL 

Pure grade hydrocarbons and catalysts were used. The ca ta lys t s  
contained 20 and 80 per cent by weight of hydrogenation and cracking 
ca ta lys t s  respectively. The hydrocracking work was done i n  a s t i r r e d  
tank reactor of 300 C.C.  capacity. Experiments were done w i t h  10 gm 
of the  hydrocarbon and 2.5 gm. of the ca ta lys t s  i n  the temperature 
range of 450' - 501)OC and pressure o f  500 - 1250 psi .  

RESULTS AND DISCUSSION 

Mu 1 t i  - f u n  c t  i on a1 ca t  a 1 y s t s  con t a i  n i ng hydrogen a t  i on, i s om ri z a t  i on 

In the present communication, the  data on the 

Coal o i l s  contain large quant i t ies  of polynuclear aromatic hydro- 
carbons and heterocyclic compounds. An understanding o f  the conversion 
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of polynuclear structures t o  Smaller molecules will help i n  developing 
e f f i c i en t  processes fo r  the Conversion of coal o i l s .  Hydrocracking i s  
a versa t i le  mthod fo r  the conversion of higher aroniatics t o  lower 
Ones and catalysts containing hydrogenation and cracking ac t iv i t i e s  will  
be the  most suitable f o r  t h i s  reactlon. In t h i s  work, Naphthelene was 
hydrocracked over ca ta lys t s  Containing prereduced oxides and sulfides 
of Mo, ;ii, Co and W and silica-alumina. The product distributions 
obtained w i t h  the oxide catalysts are given in Tables I and 11: 
principal products of naphthalene hydrocracking are Tetra1 in ,  indanes, 
ethylbenzene, toluene and benzene (Table I ) .  A t  higher conversion 
levels (Table 11), butyl benzenes and compounds boiling higher than 
naphthalene were a l so  formed. 
mainly alkyl naphthalenes and Tetralins. Similar product distributions 
were obtained when naphthalene was hydrocracked over sulfide catalysts 
as shown in Tables I11 and IV. The data show t h a t  the oxide and 
su l f ide  catalysts a f f e c t  the hydrocracking reaction in a similar way. 
The product d i s t r ibu t ion  data obtained w i t h  different cracking catalysts 
and molybdenum oxide a r e  given in Table V. 
catalysts have d i f f e ren t  ac t iv i t i e s  but y ie ld  s imi la r  products. 
therefore, evident t ha t  the hydrocracking pattern of naphthalene remains 
same irrespective of the ca ta lys t  used. The ca ta lys t s ,  however, vary i n  
t h e i r  ac t iv i t ies  and s e l ec t iv i t i e s .  
naphthalene hydrocracking suggest a three s tep  reaction mechanism as 
shown i n  Figure 1. In the f i r s t  s t ep ,  naphthalene gets hydrogenated 
t o  Tetralin which then gets isomerized i n  a second step t o  methylindan. 
Methylindan will then crack i n  a t h i rd  s t ep  to  indan and alkylbenzenes. 
The indan further cracks t o  alkylbenzenes. The  analysis o f  the gaseous 
products given i n  T a b l e  VI a l so  supports the mechanism given in Figure 
1. A similar mechanism was e a r l i e r  proposed by Qader e t  a1 ( 7 )  i n  the 
hydrocracking of naphthalene over a H-mordenite ca ta lys t .  The kinetics 
of each individual s t e p  o f  the naphthalene hydrocracking reaction were 
evaluated in the temperature range of 450' - 5OOOC a t  a constant hydrogen 
pressure o f  1000 psi. 
w i t h  respect t o  the concentration o f  naphthalene and the activation 
energies were calculated from plots of Arrhenius equation. The ra te  
constants of the hydrogenation, isomerization and cracking reactions 
were found t o  be consistent w i t h  equations 1 - 3. 

The 

The higher compounds were found t o  be 

The data show tha t  the 
I t  i s ,  

The product distribution data of 

All the s teps  were found t o  be f i r s t  order reactions 

(1) kHydrogenation: 1 x 10 e -8,600/RT min.-l 

( 2 )  kIsomerization: 1 x 10 1.6 e -18,47O/RT min-l 

(3) kcrack i ng: 1 x 10 3.8,-28,1OO/RT min-l 

The activation energies indicate tha t  hydrogenation i s  controlled by 
both physical and chemical processes , isomerization and cracking 
mainly by chemical reaction. The e f f e c t  of hydrogen pressure on the 
first order ra te  constants i s  shwn i n  Figure 2. The r a t e  constants 
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increased almost l i nea r ly  w i t h  pressure. 
constant increased re la t ive ly  more when compared t o  the isomerization 
r a t e  constant which increased more than the cracking constant. The 
data ind ica te  tha t  the overall order of the reaction i s  m r e  than 
one, being grea te r  t h a n  zero w i t h  respect t o  hydrogen concentration 
and the rates are influenced t o  d i f fe ren t  degrees by physical and 
chemical processes. 

The hydrogenation r a t e  

The product d i s t r ibu t ions  o f  anthracene hydrocracking are given 
i n  Tables VII-IX. 
hydroanthracene isomers containing 5 member saturated rings of the 
acenaphthene type, naphthalenes , Tetralins and alkylbenzenes. Some 
conipounds h i g h e r  than anthracene were a l so  formed. 
pattern was found t o  be the  same i r respec t ive  of the ca ta lys t  type 
used. ' The hydrocracking r a t e ,  however, varied w i t h  the ca ta lys t  type. 

The product d i s t r ibu t ion  data suggest a multi-step reaction mechanism 
occuring i n  the hydrocracking of anthracene as shown i n  Figure 1 .  

The main products obtained were hydrogenated anthracenes , 

The hydrocracking 
-\ 

The principal reactions occuring during anthracene hydrocracking 
are  hydrogenation, ske l e t a l  isomerization and cracking. The hydrogenation 
of anthracene was e a r l i e r  reported (8) to  take place i n  a stepwise manner 
forming d i - ,  t e t r a -  and octahydroanthracenes i n  t ha t  order. B u t  a t  h i g h  
temperatures, the  dihydroanthracene did not form t o  any s ign i f i can t  
extent.  Under the conditions (450" - 500°C) used i n  t h i s  work, dihydro- 
anthracene d i d  not appear i n  the product t o  any s ign i f i can t  extent.  
No isomerization of the hydroanthracenes t o  acenaphthene type s t ruc tures  
was reported i n  the above work (8).  However, Sullivan e t  a1 (5) reported 
the  forniati on of isomeric hydrophenanthrenes containing 5-member saturated 
rings i n  the hydrocracking o f  phenanthrene. In this work, the isomeric 
hydroanthracenes containing 5-menher saturated rings were formed as shown 
i n  Figure 1. Though compounds containing one 5-member ring are shown 
i n  the mechanism, i t  i s  possible t h a t  compounds containing two 5menher 
rings might form from octahydroantihracene. The naphthalenes and Tet ra l i  nes 
will undergo hydrocracking according to  the mechanism shown i n  Figure 1. 
The kinetics of the overall hydrogenation and cracking s teps  of the 
anthracene hydrocracking reaction were evaluated i n  the temperature range 
of 450" - 5OOOC a t  a constant pressure of  1000 psi. Both the  steps were 
found t o  be f i rs t  order reactions w i t h  respect t o  the concentration o f  
anthracene and the ac t iva t ion  energies were calculated from p l o t s  of 
Arrhenius equation. 
equations 4 and 5 i n  the temperature range 450" - 500°C. 

' 

The r a t e  constants were found t o  be represented by 

kHydrogenation: 1 x e-llyloo'RT min-l  (4) 

kCracki ng: (5) 1 1o0.2 ,-16,20O/RT ,,,in-l 

The activation energies indicate tha t  hydrogenation and cracking are  
mainly controlled by chemical processes. The e f f ec t  of hydrogen pressure 
on the f i r s t  order r a t e  constants i s  shown i n  Figure 3. The r a t e  constants 
increased l inear ly  w i t h  pressure. The r e l a t ive  increase i n  the  r a t e  
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constants was large i n  case of hydrogenation when compared t o  cracking. 
The data indicate t h a t  t he  reactions are controlled by chemical processes 
t o  d i f fe ren t  degrees The niechanism of anthracene hydrocracking remained 
same irrespective of the ca t a lys t  used. 
cracking varied w i t h  the ca ta lys t  type. 
t h a t  cobalt su l f ide  i s  t h e  most active hydrogenation ca ta lys t  followed 
by tungsten su l f ide ,  nickel su l f ide  and molybdenum sul f ide  i n  t ha t  order. 
The hydrocracking a c t i v i t i e s  a l so  decreased i n  the same order thou?!] 
the same cracking ca t a lys t  i s  used. 
\vi t h  hydrogenation probably due t o  the increased formation of hydroanthracenes. 
It, therefore,  appears that  a more active hydrogenation ca ta lys t  also 
enhances cracking reactions indirectly.  The hydrogenation and cracking 
r a t e  constants of anthracene a l so  varied w i t h  the type of cracking ca ta lys t  
used as shown i n  Table XI. The low alumina catalyst  exhibited higher 
cracking ac t iv i ty .  The hydrogenation r a t e  constant was also h i g h  i n  
case of the lav alumina ca ta lys t  though the same hydrogenation catalyst  
is used i n  both the cases. Th i s  indicates tha t  cracking increases hydro- 
genati on indirectly . 

The product d i s t r ibu t ion  data of pyrene hydrocracking (Table XI1 
and XIII) indicate t h a t  the  oxide and su l f ide  catalysts yield s imi la r  
product distributions.  
a multi-step mechanism of hydrogenation, isomerization and cracking. 
The pyrene gets converted to  phenanthrenes through a two step mechanism 
of hydrogenation and cracking. 
verted to naphthalenes which i n  t u r n  ge t  converted t o  alkylbenzenes. The 
principal steps involved i n  the conversion of pyrene t o  benzenes are 
shown i n  Figure 1. 
order kinetics and the f i r s t  order r a t e  constants were found t o  be 
represented by equations 6 and 7: 

However, the  rates of hydro- 
The data given i n  Table X show 

This indicates that  cracking increases 

The hydrocracking reaction proceeds t h r o u g h  

Then the phenanthrenes formed get con- 

T h e  pyrene hydrocracking data were evaluated by f i rs t  

kHydrogenation: 1 x e-7s100/RT min-’ (6) 

( 7 )  

The activation energies ind ica te  that hydrogenation i s  controlled by 
both physical and chemical processes and cracking by chemical reaction. 

vary due to differences i n  their chemical ,physical and e lec t ronic  
properties.  
i n  Table XIV ind ica te  t h a t  anthracene is the most reactive hydrocarbon 
and naphthalene the l e a s t  reactive.  

The r eac t iv i t i e s  of the d i f fe ren t  polynuclear aromatic hydrocarbons 

The f i r s t  order r a t e  constants of the hydrocarbons given 
. 
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TABLE I .  NAPHTHALENE HYDROCRACKING 

Cracking Catalyst: Silica-(High) Alumina 

Hydrogenation Catalyst: Mo O3 N10 Co 0 W03 

Liquid P r o d u c t  Analysis, Mole % 

Benzene 
Toluene 
Ethyl benzene 
Xylenes 
Propyl benzenes 
Decal i ns 
Butyl benzenes 
Indan 
I4ethyl Indan 
Tetra1 i n 
Naphthalene 
Higher Compounds 

0.75 
0.75 
0.5 - 
- 

Traces 
1.6 
3.42 
5.02 

87.93 
Traces 

0.69 
1.39 
Trace - - - - 
0.5 
2.28 
2.78 

90.59 
1.74 

0.97 
1.30 
0.65 

- 
1.2 
3.68 
4.88 

84.69 
2.6 

Trace 
Trace 
0.27 

Traces 
1.09 
3.0 
2.73 

92.89 - 

TABLE 11. NAPHTHALENE HYDROCRACKICiG 

Cracking Catalyst: Silica-(High) Alumina 

Hydrogenation Catalyst : Mo O3 N10 Co 0 W03 

Liquid Product Analysis, Mole % 

Benzene 
To1 uene 
Ethyl benzene 
Xy 1 enes 
Propyl benzenes 
Decali ns 
B u  ty  1 benzenes 
Indan 
Methyl Indan 
Te t r a l  i n 
Naphthalene 
Higher Compounds 

0.63 
1.19 
2.54 

0.63 
Trace 
5.09 
3.45 
6.1 

35.66 
38.85 
5.09 

- 
1.7 0.37 
3.1 0.79 
5.5 3.47 

0.56 Trace 
0.9 Trace 
4.9 4.17 
4.0 2.46 

- - 

5.11 4.0 
27.9 37.26 
41.37 41.25 
4.9 5.98 

0.47 
1.25 
0.78 

Trace 
Trace 
1.41 
1.72 
3.0 

22.04 
60.62 

8.66 

- 



99 

TABLE 111. NAPHTHALENE HYDROCRACKING 

Cracking Catalyst: S i l i ca - (  High)  A1 umina 

Hydrogenati on Catalyst: MoS2 N1S Cos ws2 - 

Liquid Product Analysis, Mole % 

Benzene 
Toluene 
Ethyl Benzene 
Xylenes 
Propyl benzenes 
Cecal ins 
6 utyl benzenes 
Indan 
Methyl Indan 
Te t ra l  i n 
riaphthal ene 
Higher Compounds 

3.8 
3.04 
1.90 

- 
- 

Trace 
2.74 
6 .O 

74.14 
a. 36 

Traces 

1.49 Trace 
1.49 Trace 
1.49 Trace 

- - 
Trace - 
1.30 1.5 
3.17 2.94 
4.47 3.11 

85.56 92.44 
Traces Traces 

1.34 
1.67 
0.67 - - -  - 
Trace 
1.70 
5.01 
6.71 

4.02 
81 .a5 

TABLE IV. NAPHTHALENE HYDROCRACKING 

Cracking Catalyst: Silica-(High) Alumina 

Hydrogenation Catalyst M0S2 

L i q u i d  Product Analysis, Mole % 

Benzene 
Toluene 
Ethylbenzene 
Xy 1 e nes 
Propy lbenzenes 
Decalins 
B uty 1 benzenes 
Indan 
Methyl Indan 
Te t ra l  in  
Naphtha1 ene 
Higher Compounds 

0.16 
0.48 
0.8 - - - 
1.61. 
0.8 
1.61 

28.98 

3.7 
61.85 

N1S Cos 

0.44 Trace 
1.17 0.52 
0.88 0.87 - - 

- - - - 
2.2 1.05 
2.1 1.02 
6.0 1.6 

25.32 21.89 
55.22 66.9 
6.62 6.12 

ws2 

Trace 
0.47 
0.94 - - - 
2.36 
1.30 
2.17 

29.69 
58.45 
4.58 
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TABLE V. NAPHTHALENE HYDROCRACKING 

Hydrogenation Catalyst: Reduced Mo O3 

Cracking Catalyst: Sio2-(Hi  gh) A1203 Sio2-(Low) A1203 XZ-36 H-Zeolon 

Liquid Product Analysis, Mole % 

Benzene 
Toluene 
Ethylbenzene 
Xylenes 
Propyl benzenes 
Deca 1 i ns 
Butylbenzene 
I ndan 
Methyl Indan 
Tet r a l i  n 
Naphthalene 
Higher Compounds 

0.66 
3.34 
3.78 - 

- 
- 

4.45 
1.58 
5.10 

34.52 
44.54 

2.0 

6.15 
6.15 
5.64 

Traces 
Traces 

4.61 
6.23 

12.23 
17.94 
35.68 

5.33 

- 

TABLE VI. NAPHTHALENE HYDROCRACKING 

PRODUCT NUMBER: 1 2 3 4  

Analysis, Vol. % 

Methane Ni'l Trace 6.2 13.6 
Ethane Trace 4.25 15.6 16.6 
Propane 100 95.75 78.1 62.5 
Butane Trace Trace Trace 8.3 

8.86 
6.66 
3.33 - 

- 
- 

2.22 
7.32 
9.34 

20.00 
33.33 

8.88 

11.94 
5.11 
2.73 - - 
- 

1.7 
3.41 

13.65 
23.89 
32.42 

5.11 

J 
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TABLE VII. ANTHRACENE HYDROCRACKING 

Cracking Catalyst: Si 1 i ca- ( H i  gh ) A1 umi na 

Hydrogenation Catalyst: rdo o3 1110 co o 
Composition of Liquid Product, Mole % 

An tli racene 
Tetrahydroanth racene 
Octahydroanth racene 
Hydroanth racene isomers 
Naph t h  a1 enes 
Benzenes 

4.46 5.57 5.9 
20.6 25.80 19.5 
13.9 8.62 8.2 
3.2 2.80 3.27 

41.95 43.14 '  44.1 
13.50 13.20 18.5 

TABLE VIII. ANTHRACENE HYDROCRACKING 

Cracking Catalyst: S i  lica-(High) Alumina 

Hydrogenation Catalyst: Mo s2 NlS cos ws2 
Composition of L i q u i d  Product, Mole % 

Higher Boiling Compounds 3.69 5.15 6.66 2.51 

Antli racene 32.28 23.71 20.0 22.61 
Tetrahydroanth racene 6.45 4.63 2.85 5.40 
Octahydroanthracene 13.83 15.86 14.27 14.56 
Hydroanth racene Is ome rs 1.10 2.87 3.80 5.01 
Naphthalenes 37.24 40.17 43.21 41.04 
Benzenes 4.54 7.52 9.13 8.77 

(Unidentified) 
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TABLE IX. ANTHRACENE HYDROCRACKING 

Hydrogenation Catalyst: MoS2 

Cracking Catalyst: 

Composition o f  Liquid Product, Mole % 

High 3 o i  l ing Components 
( u n i  denti f i  ed)  

Anthracene 
Tetrahy droanth racene 
Octahydroanth racene 
Hydroanth racene i s o ~ r s  
Haph tha l  enes 
Benzenes 

S i  lica-(High) S i  lica-(Low) 
Alumina A1 umi na 

3.69 6.11 

32.28 22.77 
6.45 3.88 

13.83 16.66 
1.10 6.32 

37 * 24 35.42 
5.34 8.76 

H- Ze 01 on 

0.85 

19.17, 
21.92 
27.50 
9.1 

16.30 
5.05 

I 

TABLE X. RATE CONSTANTS OF ANTHRACENE 

Temp: 453°C Press: 1000 psi 
Cracking Catalyst: Si lica-(High) Alumina 

Hydrogenation Catalyst  kHydrogenation x 10 4 kHydrocracking x 10 4 

cos 
M o S ~  
N1S 
\.IS2 

650 
510 
590 
600 

268 
136 
206 
263 
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TAELE XI. RATE CCNSTANTS OF ANTHRACENE 

Temp: 475"C, Press: 1000 psi 

Hydrogenation Catalyst: MoS2 

kHydrogenation x 10 4 

SS lica-(High) Alumina 510 

Si  1 i ca- (Lav) Alumi na 610 

TABLE XI I .  PY RENE HYDROCRACKING 
I 

j \.* Hydrogenation Catalyst: Mo O3 

Liquid Product Composition, Mole % 

Hydropyrenes 21.09 
Phenanthrenes 3.12 
Hydro Phenanthwnes N i  1 
Hydrophenanthrene I somrs  7.03 

* Naphthalenes 1.56 , Benzenes X i  1 

Pyrene 67.18 

kHydrocracking x 10 4 

136 

208 

N10 coo wo3. 

73.72 83.27 71.64 
16.94 13.50 15.5 
1.69 1.35 3.86 
Ni 1 Ni 1 5.97 
4.14 1.5 N i  1 
3.29 0.37 2.97 
0.16 Ni 1 Ni 1 

\ 
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Figure 2. Effect of hydrogen pressure on rate constant 
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Figure 3. Effect of pressure on rate constant 


